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PROGRAM SUMMARY

\

~The overall objective of this project is to develop a process for
direct electrodeposition of Y-Ba-Cu superconducting oxides from a
molten salt at relatively low temperatures (300-550°C). The
approach entails establishing a sequence of electrochemical steps
for the layered deposition of Y, Ba and Cu oxide species from a
eutectic Na-K nitrate melt._\,\

PROGRAM STATUS

No work was performed during this reporting period since
incremental funding had not been received. An application for a no-
cost extention of the program to 09/30/92 was submitted.
Incremental funding has recently been received.
ACCOMPLISHMENTS

Not applicable.

PROBLEM AREAS

None.

GOALS FOR NEXT REPORTING PERIOD

Future work will focus on developing and evaluating promising
schemes for electrodeposition of Y-Ba-Cu HTSC materials. Initial
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studies will be directed toward evaluating the molten salt
electrochemical equivalent of molecular beam epitaxy. In this case,
the electrode voltage is maintained just positive of that required
for Ba oxide deposition, and monolayer amounts of Cu and Y are
injected (by electrodissolution of individual metal electrodes) and
electrodeposited in sequence. A cell of very small volume is used to
ensure that complete deposition of the injected metal occurs in a
short time. Incorporation of Ba oxide layers should occur in proper
sequence by underpotential compound formation. This simple
straightforward approach will be investigated thoroughly before
more complicated deposition schemes are considered.
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